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Buy America

FHWA Requirement

for Federal Aid
Projects
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' 4 Buy America

e 23 USC 313 (law)

e 23 CFR 635.410 (regulation)

e All Federal-aid construction projects
e Applicable to IRON & STEEL only

e Minimal use = 0.1% (contract value) or
$2500 whichever is greater

e Must be certified
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Buy America Coverage

EAF Mini-Mill Producing Sheet Products

Can be Domestic Manufacturing
Foreign
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g Recent Developments

= 2012 Clarification memo on manufactured
products has been withdrawn

= It defined a “Manufactured product” as steel
or iron products with 90% steel content

= Granted an exception to miscellaneous steel
or iron components

= VDOT transitioned out of the 2012 memo in
April 30t" 2016
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" How to Certify Materials

= See Special Provision for Use of Domestic
Material (handout)

= “All Manufacturing Processes must occur in
the United States”

™ Prior to incorporation of Material into project,
the Contractor shall furnish a Certificate of
Compliance
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SOLD CERTIFIED MILL TEST REPORT
L Ship from:
Date: 2-May-2013
ST':)'? B.L. Number:
: Load Number:
Material Safety Data Sheets are available at www.nucerbar.com or by contacting your inside sales representative. NBMG-08 January 1. 2012
LOT # PHYSICAL TESTS CHEMICAL TESTS
DESCRIPTION WT%, (o] P S Si C
HEAT # PEr | TREIE| SR | seno DEF Ni Mo v o |~ | CE
WL1381000129 Nucor Steel - Connecticut .013 .043 15 .33
AU13100505 4X4 D4/D4 8'X15' .026 016 )
GRD. 70 -ASTM-A1064 101,350 OK ou e (“
Conforms to ASTM A1064-12 (A497) 699MPa AVERAGE OF I~ R(
WWR Gr70 WELD SHEAR TESTS.
Melted 01/24/13 Rolled 04/24/13
WL1382000100 Nucor Steel - Connecticut, Inc. .07 .009 014 18 .39
DL13101278 6X6 W1.4/W1.4 5X150' .10 .020 .016
9 PCS GRD. 65-ASTM-A1064 116,846 OK AVWSHR
Conforms to ASTM A1064-12 (A185) 806MPa 999
WWR Gr65
Melted 02/26/13 Rolled 05/02/13
WL1385000065 Nucor Stee onnecticut, Inc. .009 032 .18 33
DL12106899 /BX6 W1.4/W1.4 5X10' 5/-,/ e 020 016
GRD.65 -ASTM-A1064 118,904 OK

Conforms to ASTM A1064-12 (A185) 820MPa 972
WWR Gr65 ’P
Melted 11/23/12 Rolled 03/07/13
I m{c(a.{‘f 5
Example WWR mill test report prepared ass / o l
for NPCA.
r‘ eoud 14 for
stz il zadipule) D =

Certification Statement:
| hereby certify that the material described herein has been manufactured in accordance with
the specifications and standards listed above and that it satisfies those requirements.

1) Weld repair was not performed on this material. 300
2) melted and manufactured in the United States. >
/3) Mercury, Raduim or &lpha source materials in any form have not been used... ?0
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lh«obymdymmammm Derein has beon Manuiochured in 3CCondance with SN
;eooﬁum $10ndards ksted above and that it salisfes thosa roguiroments, /
1.) Weid repaic was not perioemed on this matonal q
2.) Molted and Manufactured in the United States. QUALITY
A . o o of DUs aotetas .
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Buy America Compliance

N AO "HOBOJIMITEUKIMI METAJUTYPTUYECKHA KOMBHHAT"
R NOVOLIPETSK IRON & STEEL CORPORATION

[ ]
Tipomanen (Fxcrioprep) CEPTUOMKAT KAYECTBA X 119102 .
Seller (Bxporter) Quality sertificate
VO TJAJPROMEXP

SEOR or 21296
0 from
113324 MOSCOW

OVCHINNICOVSKATA NAB,18/1 Kowrgaxv 26 44:166706700-147
Contract No

report from
Moscow

-4

cxwh cocTas,
Howmepa ruxasox
Nos. of Heats
1662960
1662960
1662960
Mechanical Py

MOSCOW

457.0
457.0
457.0

Hpnuwunt Tem-pa xomm np-sn:760-80
ote:

Honenorvem.iian sa nveymatens
‘Additiona) marking of Foreign Buyer

TTOATDEpANCH, TTO PE3y THTATS! MPOBCPOR COOTBETCAYINT CO TACORIMMIM YCAODIM
nocTaEn

This is to certify, that the test results are in agreement with the specitifications.
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o What is Step Certification?

= A step certification is a process under which
each handler (supplier, fabricator,
manufacturer, processor, etc) of the iron and
steel products certifies that their step in the
process was domestically performed.

™ This process applies to cases where the
material has multiple manufacturing
processes E.g. Melting, rolling, coating, etc.




Federal Aid Essentials

® Short videos of Federl Regulations

# Google: Federal Aid Essentials

# Buy America Field Compliance Video



http://www.fhwa.dot.gov/federal-aidessentials/indexofvideos.cfm
http://www.fhwa.dot.gov/federal-aidessentials/catmod.cfm?id=28
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Questions?

Gilberto De Ledn P.E.
Program Delivery Team Leader
FHWA VA-DIV

gilberto.deleon@dot.gov
804-775-3362




